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چكيده
هـاي مهـم در   يكي از چـالش آنها كاهش ميزان ريز نشت در برايو شناخت بهترين ماده ترميمي )V)CLVكلاس هايهراي در حفهم رساندن لبهبهايجاد تطابق و :مقدمه

. دندانپزشكي ترميمي است

. CLVبررسي ريزنشت سه نوع كامپوزيت و يك گلاس اينومر تغيير يافته با رزين در حفرات :هدف

دندان. باشدهكه لبه الكوزالي حفره در مينا و لبه جينجيوالي آن در عاج قرار داشتتراشيده شد ، به صورتي CLVدندان پرمولر حفرات 32در سطح باكال :هامواد و روش

:ترميم شدند (3M)يي تقسيم و با مواد زير طبق توصيه كارخانه سازندهتا8ها به چهار گروه 

گلاس اينـومر تغييـر يافتـه بـا     : و گروه چهارمFlowableكامپوزيت : ، گروه سوم(Supreme)كامپوزيت نانوفيل : ، گروه دوم(Z250)كامپوزيت ميكروهيبريد : گروه اول

و پـس از  شدنددادهساعت قرار 8ساعت و سپس در محلول ظهور به مدت 4درصد وزني نيترات نقره به مدت 50حلول ها پس از ترموسيكل، در منمونه. (Vitremer)رزين 
.استريوميكروسكوپ بررسي شدندبا برش باكولينگوالي 

-Kruskalدو آزمون آماري با ها درجه ريزنشت ثبت و يافته wallis  وmann- whitney دشارزيابي.

به ترتيب كمترين و بيشـترين ميـزان ريزنشـت را    Flowableو كامپوزيت Vitremerدر لبه عاجي، . وجود نداشتها ريزنشت در لبه مينايي م از نمونهدر هيچ كدا: نتايج

.دار وجود نداشتهاي ديگر در لبه عاجي تفاوت معنيبين گروه). P>05/0(داشتند 

.بودflowableمربوط به كامپوزيت آنها ترين و ضعيفvitremerه عاجي، مربوط به بهترين نتايج از لحاظ كاهش ريزنشت در لب:گيرينتيجه

گلاس آينومر/كامپوزيت/Vكلاس /ميكروليكيج:هاكليد واژه
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Abstract
Introduction: Marginal seal in class V Cavities and determining the best restorative material to decrease microleakage

of them is very important in operative dentistry.

Objective: To evaluate the microleakage of class V cavity preparations restored with three different types of resin 

composite and resin modified glass Ionomer. 

Materials and Methods: Two class V cavities were prepared in buccal surface of 32 recently extracted premolar teeth. 

The occlusal margin of each restoration was on enamel and the gingival margin on dentin. Teeth were randomly 

assigned to four groups of 8 teeth and restored as follows: 

Group I: microhybrid resin composite (Z250); Group II: nano composite (supreme); Group III: Flowable composite 

(3M); Group IV: resin modified glass Ionomer (vitremer). In all groups, the manufacture instructions were strictly 

followed. All teeth were immersed in 50% Silver Nitrate during 4 hours and developing solution for 8 hours after 

thermocycling. The teeth were longitudinally sectioned and observed under a stereomicroscope. The degree of dye 

penetration was recorded and analyzed with the kruskal-wallis and mann-whitney test. 

Results: There was no evidence of microleakage on the enamel margins in any groups. When the margins were in 

dentin, vitremer and flowable composite had the less and the most level of microleakage in dentinal margine 

respectively (p<0.05). There was no significant differents in other groups of dentinal margin. 

Conclusion: Vitremer has an efficterness role and flawable composite has a weakness role in reducting microleakage of 

dentinal margin.
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